CERTIFICATE OF ANALYSIS

Specification

Sheet Size

AEROPRO BOX GREY 12 3000 L 2200+10mm X W1600+5mm

PROPERTY REFERENCE UoM TEST VALUE
Grammags Asrolam Tagt Mathod g/m2 3000 + 5%
Thickness . Aerciam Tast Method mem . 98 +6%
Tersile Strength at Yield . ASTMD 633 MPa . 6.625
Tensile Strain at Yield . ASTMO 633 o . 17491
Flexural Strength . ASTMO Y50 MPa E 1.497
Flexural Moduius . ASTHMO YE0 MPa . 547505
lzod Irr:sm*_'._Elrf:'"-glh . ASTHMDO 256 A . 267.08
[un-nafchied)

Cormprassive Strangin ASTMD 695 MPa 492
Shore Hardness D . ASTMD 22410 . 63
Surface Quality j Aerolam Test Method i Pass
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