CERTIFICATE
OF ANALYSIS

Specification

AEROPRO INFRA 121500 GSM

FRUFERTY REFEREMNCE TEST vALUE
Gramrmage Aerglam Tes! Method g/m2 1500 +-5%
Thickmness Aerolam Tes! Method Tl T 3%

Tensile Strendgth at Yield ASTMD 638 WMPa 5861
Tensile Strain at Yield | ASTMD 638 = % : -‘I.Biil
Flexwral Strangth ASTMD T84 MPa | B.726
Flaxural Madudus ASTMED 7940 hMPa T2T3287
Exad Impact Strength ASTMD 258 ST 25,739
(unenolched)
Compragssive Strength ASTMENGS5 MPa 2.05
Surface Quallty . Aern-lan; Tesi Method - - Pass
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