
This is a Computer Generated test report, it does not require any signature.

DOC NO- AISPL-QAD-FOR-001-18, REV-00

7th Floor, Shilp Apria, Near Ashok Vatika-2, Ambli-Bopal Road, Ahmedabad-380052,  Gujarat, India. 

Phone No: +91-79 40094334.

COMMENTS: MEET REQUIREMENTS:

Pass



Pass



Pass






Pass



Pass



Pass



Pass

REMARKS

0.50 MM



WHITE RAL 9002



SAME AS



with in 

tolerance value



OK



OK



OK



OK

OBSERVATION

ASTM D3575



ASTM D3575



ASTM D3575



ASTM D3575




Visual



Visual



ASTM D3575



Visual

TEST 
METHOD

0.50 MM



WHITE RAL 9002



1060 mm (+0.2/-0.5 MM)



AS PER BOQ




Refer to Master Sample



Refer to Master Sample





As per standard

SPECIFIED 
STANDARD

Metal Sheet Thickness 


Metal Sheet Colour



Width



Length




Appearance



Lamination with Metal sheet



Foam Thickness



Foam Color

TEST PARAMETER

15/04/2024TEST DATE:
158 NOSQUANTITY:
AS PER SO. NUMBER 005DIMENSION:

0.5 MM X 13 MM X 1060 MMPRODUCT

DESCRIPTION:

AISP/24-25/0013INVOICE:
LLOYD INSULATIONS INDIA LIMITEDCUSTOMER  NAME:

Saving Energy  |  Saving Green

FACTORY TEST 
REPORT



This is a Computer Generated test report, it does not require any signature.

DOC NO- AISPL-QAD-FOR-001-18, REV-00

7th Floor, Shilp Apria, Near Ashok Vatika-2, Ambli-Bopal Road, Ahmedabad-380052,  Gujarat, India. 

Phone No: +91-79 40094334.

COMMENTS: MEET REQUIREMENTS:

Pass



Pass



Pass



Pass




Pass



Pass



Pass



Pass

REMARKS

0.50 MM



WHITE RAL 9002



SAME AS



with in 

tolerance value



OK



OK



OK



OK

OBSERVATION

ASTM D3575



ASTM D3575



ASTM D3575



ASTM D3575




Visual



Visual



ASTM D3575



Visual

TEST 
METHOD

0.50 MM



WHITE RAL 9002



1060 mm (+0.2/-0.5 MM)



AS PER BOQ




Refer to Master Sample



Refer to Master Sample





As per standard

SPECIFIED 
STANDARD

Metal Sheet Thickness 


Metal Sheet Colour



Width



Length




Appearance



Lamination with Metal sheet



Foam Thickness



Foam Color

TEST PARAMETER

11/04/2024TEST DATE:
32 NOSQUANTITY:
AS PER SO. NUMBER 005DIMENSION:

0.5 MM X 1060 MMPRODUCT

DESCRIPTION:

AISP/24-25/0013INVOICE:
LLOYD INSULATIONS INDIA LIMITEDCUSTOMER  NAME:

Saving Energy  |  Saving Green

FACTORY TEST 
REPORT



This is a Computer Generated test report, it does not require any signature.

DOC NO- AISPL-QAD-FOR-001-18, REV-00

7th Floor, Shilp Apria, Near Ashok Vatika-2, Ambli-Bopal Road, Ahmedabad-380052,  Gujarat, India. 

Phone No: +91-79 40094334.

COMMENTS: MEET REQUIREMENTS:

Pass



Pass



Pass



Pass




Pass



Pass



Pass



Pass

REMARKS

0.50 MM



BLUE RAL 5012 



SAME AS



with in 

tolerance value



OK



OK



OK



OK

OBSERVATION

ASTM D3575



ASTM D3575



ASTM D3575



ASTM D3575




Visual



Visual



ASTM D3575



Visual

TEST 
METHOD

0.50 MM



BLUE RAL 5012 



1060 mm (+0.2/-0.5 MM)



AS PER BOQ




Refer to Master Sample



Refer to Master Sample





As per standard

SPECIFIED 
STANDARD

Metal Sheet Thickness 


Metal Sheet Colour



Width



Length




Appearance



Lamination with Metal sheet



Foam Thickness



Foam Color

TEST PARAMETER

11/04/2024TEST DATE:
58 NOSQUANTITY:
AS PER SO. NUMBER 005DIMENSION:

0.5 MM X 1060 MMPRODUCT

DESCRIPTION:

AISP/24-25/0013INVOICE:
LLOYD INSULATIONS INDIA LIMITEDCUSTOMER  NAME:

Saving Energy  |  Saving Green

FACTORY TEST REPORT


